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Our letters and reports are for the exclusive use of the client to whom they are 
addressed and shall not be reproduced except in full without the approval of the 
testing laboratory.  The use of our name must receive our written approval.  Our 
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period of 30 days unless otherwise directed. 
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7’ NexgenPlank 

Test Method:  OSHA 1926, ANSI A10.8 
Tested at 5’ Span 

 
Overall Dimensions: 7’ long x 9.5” wide x 1.5” thick 

 
The 7’ NexgenPlank meets the heavy-duty rating of minimum 75 psf for compliance to OSHA 1926, ANSI A10.8 
 

                      
                   3 Man Load Application at 5’ Span                         Point Load Application For Ultimate Capacity at 5’ Span 
 
 

Load Type 
Support Span 

(feet) 
Applied Load 

(lbs) 
Load Application 

Allowable 
Deflection 
Span/60 
(inches) 

Center Deflection 
at Test Load 

(inches) 

3 Man Load 5 750 
Center and 18’’ 

either side 1 0.5 

Point Ultimate 5 2,630 Center only ------ ------ 
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8’ NexgenPlank 
Test Method:  OSHA 1926, ANSI A10.8 

Tested at 7’ Span 
 

Overall Dimensions: 8’ x 9.5” x 1.5” thick 

Load Type 
Support Span 

(feet) 
Applied Load 

(lbs) 
Load Application 

Allowable 
Deflection 
Span/60 
(inches) 

Center Deflection 
at Test Load 

(inches) 

3 Man Load 7 750 
Center and 18’’ 

either side 1.4 1.25 

Point Ultimate 7 2,335 Center only ------ ------ 
 
The 8’ NexgenPlank meets the heavy-duty rating of minimum 75 psf for compliance to OSHA 1926, ANSI A10.8 
 
 

                               
                  3 Man Load Application at 7’ Span                    3 Man Load Application at 750 lbs. (1.25” deflection) 
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12’ NexgenPlank 
Test Method:  OSHA 1926, ANSI A10.8 

Tested at 10’ Span 
 

Overall Dimensions: 12’ x 9.5” x 1.5” thick 

Load Type 
Support Span 

(feet) 
Applied Load 

(lbs) 
Load Application 

Allowable 
Deflection 
Span/60 
(inches) 

Center Deflection 
at Test Load 

(inches) 

Center Point 10 250 Center only 2 1.3125 

2 Man Load 10 500 
18’’ either side of 

center 2 1.875 

Point Ultimate 10 1,500 Center only ------ ------ 
 
The 12’ NexgenPlank meets the medium-duty rating of minimum 50 psf for compliance to OSHA 1926,  
and ANSI A10.8. 
 

       
     Center Point Load of 250 lbs (1.3” Deflection)     2 Man Load Application of 500 lbs (1.9” Deflection) 
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Ultimate Point Load at 10’ Span, 1500 lbs. 

               
 
 
 
 
 
 
 
 

 
 
 
                                            
              
 
 
 
 
 
                                                           
                                                                            
    


